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SAMPLE NO. e lare cr ot (2251204,

SRODUGTNAME | Anthracite Coal
SAMPLE RECEIVEDON | 30.12.2025

SL PARAMETERS | RESULTS | UNIT
_ e | oBTAINED. | |
1 | AshContent = =~ : B.51 1 %/mass

5 Fixed Carbon s 28674 o~ b b

JTHORISED SIGNATORY

B~

Doc.: CRTC/QF/7.8/01 - Rev.01 i Dale:12.01.2024
The results listed refer only to the tested sample(s) and applicable parameier(s). Endarsement of products is neither inferred nor implied. @ QW'
Tatal liahility of our Laboratory is limited to the invoiced amount, if applicable. ] " L2 _ﬁJ
Sample(s) will be destroyed after 30 days fram the date of issue of test certificate unless otherwise specified. e
This report is not to be reproduced wh ally or in part and cannot be wsed as evidence in the court of law and shauld not be used in any advertising media without
our special permission in wriling.

In case any reconfirmation of confenis of this test certificate is required, please contact our office.



